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BRECHERT ASTM D2240 AType Shore A 55-61
REhEE ASTM D1238 5 kg @ 180°C g/10min 60-120
tbE ASTM D792 - - 0.88-0.92
hI{IRE ASTM D412 Type3, specimen | kg/cm? 24
=R ASTM D412 Crosshead % 318
300%1E % ASTM D412 500mm/min kg/cm? 23
e ASTM D624 C Die kg/cm 18
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HE: T-BLEND® 1600-60N —f&HIRK BUULHEZ 0.015 ~ 0.025 inch/inch.
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