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—HEAE TSRC Method W% <1
tbE ASTM D792 - 0.91
WE ASTM D2240 Shore A 70
AR ASTM D412 MPa 16
FIRCEES ASTM D412 % 500
IBIREE @ TSRC Method cP -

THEME MR A& L3 eH

R/ME RAE

RKCHEE TSRC Method Wt% 16.5 19.5
¥ 2 TSRC Method Wt% - 0.5
A (N EMEEHRT) ASTM D5667 Wt% - 0.1
M (BIMEEHRF) ASTM D5667 Wt% - 0.1
SRR © ASTM D1238 g/10min 3.0 8.0

1) RRETHRESEH
2) 20 wt% in Toluene, 25°C
3) 230°C/2.16kg
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